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SUZHOU DAXIANG CONTAINER HOUSE CO., LTD
SUZHOU DAXIANG CONTAINER HOUSE CO., LTD.,GROUP 19, XINGHUA VILLAGE, ZHENZE TOWN, WUJIANG 
DISTRICT, SUZHOU CITY, JIANGSU PROVINCE,China

Sample Description : Carriage bolts of container house(used to connect frames)

As above test item and its relevant information regarding to the submission are provided and confirmed by the 
applicant. SGS is not liable to either the test item or its relevant information, in terms of the accuracy, suitability, 
reliability or/and integrity accordingly.

************
Sample Receiving Date : Jun 12, 2024

Test Performing Date : Jun 12, 2024 to Jun 18, 2024

Test Performed : Selected test(s) as requested by applicant

Test Result(s) : For further details, please refer to the following page(s)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd.  Xiamen Branch

—————————————
Terry Hong
Authorized Signatory
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Test Conducted: Based on ISO 9227:2022- Corrosion tests in artificial atmospheres-Salt spray tests
Sample description:

Type of sample material :  Metals or Metal with coating 

Number of test sample : 1 piece(s)/type, total 1 type

Number of Controlled Sample : 1 piece(s) , total 1 type

Test method item : Neutral salt spray

Test conditions:

Concentration of sodium chloride (collected solution) : 50g/l ±5g/l 

Chamber temperature : (35±2)℃

Average collection rate for a horizontal collecting area of 80cm2 : 1.5ml/h±0.5ml/h

PH of collected solution at 25℃±2℃ : 6.5~7.2

Atomizing pressure : 70-170kpa

Exposure period : 100 h

Test result(s):

Sample Area of defects, A (%) Appearance rating

#1 0(No defects) 10

Note: Appearance rating refers to ISO 10289:1999, as follows:
Area of defects, A (%) Appearance rating

0(No defects) 10
0＜A≤0.1 9

0.1＜A≤0.25 8
0.25＜A≤0.5 7
0.5＜A≤1.0 6
1.0＜A≤2.5 5
2.5＜A≤5.0 4
5.0＜A≤10 3
10＜A≤25 2
25＜A≤50 1

50＜A 0
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Sample photo(s):
Sample  #1 as received Sample  #1 after test

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 

Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***
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