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委托单位： 东莞市海翔胶粘制品有限公司

Applicant: Dongguan Haixiang Adhesive Products Co., Ltd.

单位地址： 东莞万江区拔蛟窝苏屋工业区

Address: Suwu Industrial Zone, Bajiaowo, Wanjiang District, Dong Guan

样品信息(Sample information)

样品名称(Sample Name)： 半透明双面胶(Translucent double-sides adhesive tape)

样品描述(Sample Description)： 半透明双面胶(Translucent double-sides adhesive tape)

样品编号(Sample No.)： QT1801318444101

委托日期(Sample Received Date)： 2018/1/31

检测日期(Testing Period)： 2018/1/31 - 2018/2/3

检测要求(Test Requested)： 根据客户要求，检测其送检样品中的氟、氯、溴、碘的含量(As specified by

client, to determine the Fluorine(F), Chlorine(Cl), Bromine(Br), Iodine(I)

content in the submitted sample.)。

检测方法(Test Method)： 请参见后续页(Please refer to following page(s).)。

检测结果(Test Result)： 请参见后续页(Please refer to following page(s).)。

审核人 授权签字人

Checked by Signed for and on behalf of HCT

Angela Michael
实验室经理

Laboratory Manager
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样品称重

Weighing sample

数据处理

Data

样品制备

Sample Preparation

定容至刻线

Make up to mark

充氧，点火,收集燃烧产物

Oxygenation, ignition,
collecting combustion products

IC分析

Analysis by IC

检测结果(Test Result(s))： 单位(Unit)：mg/kg

检测项目

(Test Items)
检测方法/仪器

(Test Method/Equipment)
方法检出限

(MDL)
含 量

(Content)

氟 Fluorine (F)

参考(Refer to)
EN 14582:2016,

IC

50 N.D.

氯 Chlorine (Cl) 50 290

溴 Bromine (Br) 50 N.D.

碘 Iodine (I) 50 N.D.

备 注(Note)：mg/kg = ppm=parts per million
MDL=Method Detection Limit方法检出限

N.D.=Not Detected (less than method detection limit)，未检出（小于方法检出限）

As specified by client, only test the translucent double-sides adhesive tape.
根据客户要求，只检测半透明双面胶。

检测流程图(Test Flow Chart)
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样 品 附 图(The photo of the sample)

***报告结束(End)***
本报告 HCT盖章才生效，本报告不可以删改。本报告只对送检样品的检测结果负责。

未经本公司书面授权，不得部分复制本报告做宣传品使用。

This report will go into effect with HCT stamp. This report could not be revised. This report is only responsible for
the test result of submitted samples. Without written authorization, any copy of this report for propaganda is invalid.

QT1801318444101

检测样品

(Tested sample)
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