
深圳市旺坤光电技术有限公司

AOK Industrial Company Limited

盐雾试验测试报告 Salt Spray Testing Report

产品名称：

Product Name
SLB

测试日期：

Test Date
2024/12/20 10:00

测试数量：

Test Numbers
1

测试时间：

Test Time
2025/2/28 10:00

表面处理：

Surface Treatment
喷漆 Spray painting

产品颜色：

Product Color 银色 silver

实验目的：

Test Purpose

在如下相应条件下测试1000小时后是否有褪色炸皮掉漆等现象

Test if there are any signs of fading, peeling or other phenomena after 1000 hours under 
corresponding conditions.

实验条件：

Test Conditions
常温状态

Normal temperature
盐水PH值：

PH value
6.5-7.2

氯化钠浓度：

NACL Concentration
5％的NACL溶液 
5% NACL liquor

气 压：

Pressure
0.1-0.12MPA

盐水桶温度：

Salt Bucket Temperature
35±1℃

压力桶温度：

Pressure Barrel Temperature
47±1℃

试验标准：

Test Standard
GB/T3768-1976

评级标准：

Rating standards
　GB/T6461-2002

实验简图以及现象：Experimental diagram and phenomena

判定结果：测试1000小时，无变色掉漆炸皮现象 
Following testing period of 1000 hours, it was observed that no discoloration, damage to painted surfaces

测试结果（Test Result）：                  合格 Pass                                                                                       不合格 NG

制表(Tabulator)：黄露瑶 测试(Tester  )：朱玲巧 审核 Auditor )：晏永庚 YAN YONG GENG

日期(Date)：2025-02-28 日期(Date)：2025-02-28 日期(Date)：2025-02-28

Test time 1000 Salt spray test in progress

After 1000 hours of testing, the power box did not show any signs of damage or wear

Salt spray test in progress Salt spray test in progress


